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Summary of Results:

Note:

Original SamPle Pholo:

Pass : fuleet the requirements;

Fail : Does not meet the requirernents;

/ : Not Apply to the judgment.

Test ltem Test Method Result Conclusion
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ISO 1 05-A02:1 993/Cor.2:2005
Grey scale:4
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Test liem: Light Ageing Tesl-UV Exposure

Sample DescriPtion: See Photo

Test Method: lS0 4892-3:20.13 Cyciel & ISO 105-A02:1993lCor'2:2005

Test Condltionr

ExPosure cYcle:

ISO 4892-3:2013 cYcie 1

LamP tYPe: UVA-340

8h UV at (6013)C BPT,0'76W1(m2"nm)@340nm

4h condensation at {50t3) C BPT

ExPosure duration: 800h

Test Result:

to grey was

standard light, with scale 5 as the best and scale 1 as the worst'
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Fage: 3 of 4
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